
  



  



  



 

 

 

 

 

 

 

  

Paint systems for carbon steel for corrosivity category C2

Product Type of 
product

No of 
coats

DFT Product Type of 
product

No of 
coats

DFT Product Type of 
product

No of 
coats

DFT Total 
DFT um

Total 
No of 

low med high very 
high

C2.01 Zinc Phosphate P201 AK 1 40 N/A N/A N/A N/A Metalcote G115 AK 1 40 80 2

C2.02 Zinc Rich Primer P252 CR 1 70 N/A N/A N/A N/A Metalcote G115 AK 1 40 110 2

Alternative Zinc Phosphate P201 AK 1 35 Zinc Phosphate P201 AK 1 35 Metalcote G115 AK 1 40 110 3

C2.03
RD Zinc Phosphate 
P218

AK 1 35 RD Zinc Phosphate P218 AK 2 90 Rapidry G750 AK 1 50 175 3

Alternative
2K Epoxy Zinc Phos 
Q113

EP 1 70 N/A N/A N/A N/A 2K PU P101 PUR 1 60 130 2

Alternative Metaclor P149 CR 1 40 Metaclor P149 CR 1 40 Chlor Rubber G149 CR 3 25 155 5

C2.04
2K Epoxy Zinc Phos 
Q113

EP 1 60 2K Epoxy Zinc Phos Q113 EP 1 60 2K PU P101 PUR 1 60 180 3

AK= alkyd ZR=zinc rich EP=2K epoxy CR=Chlorinated rubber PUR=2K polyurethane

P252 zinc rich only 78.6% zinc, typically zinc rich is 90% zinc on dry film (Galvafroid)

PRIMER COAT SUBSEQUENT COAT PAINT SYSTEM DURABILITY
System No

INTERMEDIATE COATS



 

 

 

 

 

 

 

  

Paint systems for carbon steel for corrosivity category C3

Product Type of 
product

No of 
coats

DFT Product Type of 
product

No of 
coats

DFT Product Type of 
product

No of 
coats

DFT Total 
DFT um

Total 
No of 

low med high very 
high

C3.01 Zinc Phosphate P201 AK 1 35 Zinc Phosphate P201 AK 1 35 Metalcote G115 AK 1 40 110 3

C3.02
RD Zinc Phosphate 
P218

AK 1 45 RD Zinc Phosphate P218 AK 2 90 Rapidry G750 AK 1 50 185 4

Alternative
2K Epoxy Zinc Phos 
Q113

EP 1 70 N/A N/A N/A N/A 2K PU P101 PUR 1 60 130 2

Alternative Metaclor P149 CR 1 40 Metaclor P149 CR 1 40 Chlor Rubber G149 CR 3 75 155 5

C3.03
2K Epoxy Zinc Phos 
Q113

EP 1 60 2K Epoxy Zinc Phos Q113 EP 1 60 2K PU P101 PUR 1 60 180 3

C3.04
2K Epoxy Zinc Phos 
Q113

EP 1 70 2K Epoxy Zinc Phos Q113 EP 2 60 2K PU P101 PUR 1 60 250 4

AK= alkyd ZR=zinc rich EP=2K epoxy CR=Chlorinated rubber PUR=2K polyurethane

P252 zinc rich only 78.6% zinc, typically zinc rich is 90% zinc on dry film (Galvafroid)

PRIMER COAT SUBSEQUENT COAT PAINT SYSTEM DURABILITY
System No

INTERMEDIATE COATS



 

 

 

 

 

 

 

Paint systems for carbon steel for corrosivity category C4

Product Type of 
product

No of 
coats

DFT Product Type of 
product

No of 
coats

DFT Product Type of 
product

No of 
coats

DFT Total 
DFT um

Total 
No of 

low med high very 
high

C4.01
RD Zinc Phosphate 
P218

AK 1 45 RD Zinc Phosphate P218 AK 2 90 Rapidry G750 AK 1 50 185 3

Alternative
2K Epoxy Zinc Phos 
Q113

EP 1 70 N/A N/A N/A N/A 2K PU P101 PUR 1 60 130 2

Alternative Metaclor P149 CR 1 40 Metaclor P149 CR 1 40 Chlor Rubber G149 CR 3 75 155 5

C4.02
2K Epoxy Zinc Phos 
Q113

EP 1 60 2K Epoxy Zinc Phos Q113 EP 1 60 2K PU P101 PUR 1 60 180 3

C4.03
2K Epoxy Zinc Phos 
Q113

EP 1 60 2K Epoxy Zinc Phos Q113 EP 2 120 2K PU P101 PUR 1 60 240 4

C4.04
2K Epoxy Zinc Phos 
Q113

EP 1 75 2K Epoxy Zinc Phos Q113 EP 2 150 2K PU P101 PUR 1 60 285 4

Alternative
2K Epoxy Zinc Phos 
Q113

EP 1 75 2K Epoxy Tie Coat Q115 EP 2 100 2K PU P101 PUR 1 60 335 4

AK= alkyd ZR=zinc rich EP=2K epoxy CR=Chlorinated rubber PUR=2K polyurethane

P252 zinc rich only 78.6% zinc, typically zinc rich is 90% zinc on dry film (Galvafroid)

PRIMER COAT SUBSEQUENT COAT PAINT SYSTEM DURABILITY
System No

INTERMEDIATE COATS


